




















EMTS LABORATORY REPORT Lab Batch #

P,O. BOX 3861, OSHKOSH, W1 54903 [2016)169

Phone (920) 376-1372 * Email: jerry@emts-wi.com
Website www.emts-wi.com

Eaviromenta Festlag SrirFier

Bulk Asbestos Analysis Report by Polarized Light Microscopy

Client St. Andrews Catholic Church Owner Representative: St. Andrews Catholic Church
Address W3081 County Rd Y Date Received - 10/4/2016
_ Lomira, W1 53048 Date Analyzed 10/8/2016
Sample Date 10/4/2016  |By: Jerry Hinke EPA Method- 600/R-93/116 Visual Estm
Project Name  Building Project Demo Submitted By JH
Address 215 County Trk Y Village of Leray, WI_|Collected By JH - All-2578
W3081 County Rd Y Lomira, Wi _ _
Client ID _Des'cription Appearance Non-Asbestos Asbestos
Lab iD Location Material Type % Fibrous % Non-Fibrous
7h carpet glue yellow 100% None Detected
201612628 ‘ layer 3
old oftice under carpet
8 9" floor tile wf green ' 97% 3% Chrysotile
201612629 mastic layer 1
old nurse office _ _ , ‘
da mastic black 96% 4% Chrysotile
201642630 layer 2
same as above 1
C 12" flogr tite w/ brown 97% 3% Chrysotile
2016)2631 mastic layer 1
janitor closet
93 mastic black ' 96% 4% Chrysotile
201612632 layer 2
_ same as above
10 12 floor tile w/ tan 97% 3% Chrysotile
201632633 mastic layer 1
_ classroom #1
i0a mastic black 96% 4% Chrysotile
201642634 layer 2
same as ahove
_ 17 fioortilew/ — tan 7% 3% Chrysotile
201612635 mastic layer 1
classroom 32
1la mastic black 96% 4% Chrysotite
2016J2636 layer 2
| samg( as above

Andlyst Jerome T Hinke
EpRTS fnaintain liatiitty limited fo e fost of analysls. This report ref G enily tha samples repaited and derivad as received and tested which is only for

e efclusive use of the above dient and may not he reproduced without written approvat by EMTS. Accreditation af reports generatod may not bé used for
prowfict centificatian,apptovator endarsement. Unless raquested by cllent , buifding materlals manufactured 33 o whole product but may have multiple layers
ara faported as 2 siogle sample, The aboratary measurement af incertainty Is approximately +/-1% by area percent. EMTS bedrs ag respansibilivy for

ple as recelved, collection or analylical method limitaticns customary standards practiced by foresald methods. Page 20f7



EMTS LABORATORY REPORT Lab Batch #

P.0. BOX 3861, OSHKOSH, Wi 54903 [20163169

Phone {920) 376-1372 * Email: jerry@emts-wi.com
Website www.emts-wi.com

Emiroameatald Teriing Seovleny

Bulk Asbestos Analysis Report by Polarized Light Microscopy

Client St. Andrews Catholic Church Owner Representative: St. Andrews Catholic Church
Address W3081 County Rd Y Date Received 10/4/2016

Lomira, Wi 53048 Date Analyzed 10/8/2016
Sample Date 10/4/2016 [By: Jerry Hinke _ [EPA Method- 600/R-93/116 Visual Estm
Project Name  Building Project Demo Submitted By IH
Address W3081 County Rd Y Lomira, WI Collected By JH - All-2578
Client ID Description Appearance Non-Ashestos Asbestos
Lab 1D Location Material Type % Fibrous % Non-Fibrous
12 12" floor tile w/  white 100% 3% Chrysotile
201612637 mastic layer 1

classroom i#4 N
12a mastic black 97% 4% Chrysotile
201612638 layer 2

same as above
i3 12" floor tilew/  tan/brown ' » 96% 3% Chrysotile
201612639 mastic layer 1.

classroom #5 .
13a mastic biack 57% 4% Chrysotile
201612640 layer 2

same as above L
14 12" floor tilew/  brown 96% POSITIVE STOP
201612641 mastic layer 1

oid gym/hall storage . _
14a mastic black ' 97% POSITIVE STOP
201612642 layer 2

_ same as above

15 4" vinyl base w/  brown - 100% None Detected
2016)2643 glue layer 1
153 giue brown 100% None Detected
201612644 layer 2

same as above
16 4"vinylbasew/  brown 100% ‘None Detected
2016)2645 glue layer 1

i clasgroom #5

// /&:—M\f\/&/\

Analyst -Jerome T Ritke
Ei aintalns ahiity #mlted to thd costlf analysis, This report represents only the samples raported and derived as received ard tested with is only for

1hé exclusive use of the above cllent aptHfiay not ba reproduced without writlen spproval by EMTS, Acereditation of reports generated may not be used for

rodfict cestification,approval,or andorsement, Unless requested by client , building i} factured as 2 whole pradect but may have multipla fayers

brefeporied as a single sample, The faboratory measurement of uncertalaty is approxiorately +/- 1% by area percent. EMTS bears no réspansibility for
mple as recelved), callaction of analytica) method limitations customasy standards practiced by forasald methads, Page 3 of 7



EMTS LABORATORY REPORT Lab Batch #

P.0. BOX 3861, OSHKOSH, Wi 54903 {2016)169 |
Phone (920) 376-1372 * Email: jerry@emts-wi.com
Website www.emts-wi.com

Bulk Ashestos Analysis Report by Polarized Light Microscopy

Client St. Andrews Catholic Church Owner Representative: St, Andrews Catholic Church
Address W3081 County Rd ¥ Date Received 10/4/2016
_ _ lLomira, Wi 53048 Date Analyzed 10/8/2016
Sample Date 10/4/2016 [By: Jerry Hinke _|[EPA Method- 600/R-93/116 Visual Estm
Project Name  Building Project Démo Submitted By JH _
Address W3081 County Rd Y Lomira, Wi Collected By JH ~ All-2578
Client ID Description Appearance Non-Asbestos Ashestos
Lak 1D Location Materiai Type % Fibrous % Non-Fibrous
i6a glue brown 100% None Detected
201612646 layer2

classroom #5 .
17 4Tvinyibasew/  brown 100% None Detected
201652647 glue layer 1

nurse's office _
17a ‘glue brown 100% None Detected
201612648 layer 2

same as above _
18 4" vinyl base w/  brown 100% None Detected
2016J2649 glue layer 1

_ main hallway

18a glue brown 100% None Detected
2016J2650 layer 2

same as above
19 finoleum w/ brown 35% cellulose 65% None Detected
201612651 glue layer 1

classroom #3
19a glue brown 100% None Detected
201612652 layer 2

same as above
20 Thotetim w/ LrowWn 35% cellulose 65% None Détécted |
2016)2653 glue layerl

main hallway _
20a glue brown 100% None Detected
2016)2654 layer 2

saﬁle as above

prodyet certification,appraval,or end it Unless

EH

ore gaparted as a single sample. The laboratory measurement of uncestaloty 3 approximately +/- 1% by area percant, EMTS bears no raspoisibllity for

saffiple as recatved, collection or anatytical method imitations custamary standards practiced by Foresald mathads, Page Aaf 7



Envivaninsatul

EMTS LABORATORY REPORT

P.0. BOX 3861, OSHKOSH, W1 54903
Phone {920) 376-1372 * Email: jerry@emis-wi.com

Lab Batch #

[20161169

Teating Yendees

Bulk Asbestos Analysis Report by Polarized Light Microscopy

Website www.emts-wi.com

Client St. Andrews Catholic Church Owner Representative: St. Andrews Catholic Church
Address W3081 County Rd. Y Date Received 10/4/2016

Lomira, WI 53048 Date Analyzed 10/8/2016 _
Sample Date 10/4/2016 |By: Jerry Hinke EPA Method- 600/R-93/116 Visual Estm
Project Name  Building Project Demo Submitted By JH
Address W3081 County Rd. Y Lomira, WI Collected By JH - Al1-2578
Client 1D Description Appearance Non-Asbestos Ashestos
Lab 1D Locatioh Material Type % Fibrous % Non-Fibrous
21 linoleum white/brown 40% cellulose 60% None Detected
2016)2655 homogenous

kitchen _
22 linoleum white 35% cellulose 65% None Detected
201612656 homogenous

kitchen cabinet
23 window glaze tan/white 97% 3% Chrysotile
201632657 homogenous

old gym hail N
24 window glaze tan/white 97% 3% Chrysotile
2016J2658 homogenous
i kitchen _
25 window glaze tan/white 97% 3% Chrysotile
2016)2659 homogenous

classroom ¥4
26 window caulk grey 100% None Detected
201642660 homagenous

exterior east side
27 window caulk grey 100% None Detected
2016)2661 homogenous

tront entry _
28 window cauik grey 100% none Detected
201642662 homogenous

exterior north side
29 door caulk white 100% None Detected
201612663 homogenous

i west side exterior
ot ——

Analyst -Jerome \Hjnke
EMTS thaintains labllity ¥imited to the cost of analysis. This report rep anly the \es reported and derived as recelved and tested which is anly for

t cartification,approval,or endorsement. Unless requested by client, |
reported as # stngle samplo. The labsratary measuremesit of untertainty is approximalely +/- 1 % by area percent, EMTS hears no respansihility for

ifding matarials

sample as recefvas), cofiection ar analytical method limsitations custornary standards practiced by foresaid methods,

Jusive uso of the above cipnt and may nok bie reproduced without written approval by EMTS, Accreditation of reports gengrated may not be uged for

factured ps 3 whale product but may have inuftiple layers

Page S of 7




Embroament

Tenfoy Servires

Bulk Asbestos Analysis Report by Polarized Light Microscopy

EMTS LABORATORY REPORT

P.0O. BOX 3861, OSHKOSH, Wi 54903
Phone (920) 376-1372 * Email: jerry@emts-wi.com
Website www.emts-wi.com

tab Batch #

[2016i169

Client St. Andrews Catholic Church Owner Representative: St. Andrews Catholic Church
Address W3081 County Rd. Y Date Received 10/4/2016

Lomira, WI 53048 Date Analyzed 10/8/2016
Sample Date 10/4/2016 [By: Jerry Hinke EPA Method- 600/R-93/116 Visual Estm
Project Name _ Building Project Demo Submitted By JH ' o
Address W3081 County Rd. Y Lomira, W Collected By iH - All-2578
Client iD Description Appearance Non-Asbestos Asbestos
Lab ID Location Material Type % Fibrous % Nan-Fibrous
30 door caulk white 100% ~ None Detected
2016)2664 homogenous

south side exterior
31 building caulk tan 100% None Detected
201612665 homogenots

south side
37 door caulk tan 98% 2% Chrysotile
2016)2666 homogenous

interior boiler room door
33 fixture caulk white 100% Nore Detected
2016J2667 homogenous

bathroom
34 vent cauik tan 100% None Detected
201612668 homogenous

exterior classroom vents -
35 sink undercoat black 84% 6% Chrysotile
2016J2669 homaogenous

kitchen _
36 ceramic wall tite  tan 100% None Detected
2016)2670 mortar, grey homogenous

inside hallway
37 cement DIGCK MOrte grey T00% Wone Detected
2016J2671 homogenous

hallway
38 brick mortar tan 100% None Detected
2016J2672 ~ homogenous

,  exteyfor wall bullding

Ariyst -Jerome

maintalns lialility limite

raduct ceptlfication approvalar endos Unless rog

Hinke
d thihe cost of analysis, This report represents only the samples reported and derdvid as recelved nnd tested which ks only for

exchustve use of the abova cifnt and may not be repreduced without wiitten appraval by EMTS. Accreditattan of reports génarated may not re used for

d by client, bulding mateiizls manufactived as & whole prodict but may have muitiple fayers

are reported as a single sample. Fhe ksboratory measkrement af uncertalnty Is appraximately +/- 1% by area percant. EMTS hears no respunslbllity for

sanple as received, collectian o analytical method limitations custosmary standards practiced by foresaid methods,

Pagebof7




0l R Testing Services

EMTS LABORATORY REPORT

P.Q. BOX 3861, OSHKOSH, W1 54903
Phone (920) 376-1372 * Email: jerry@emts-wi.com

Lab Batch #

(2016169

Website www.emis-wi.com

Bulk Asbestos Analysis Report by Polarized Light Microscopy

§t, Andrews Catholic Church

Client _ Owner Representative: St. Andrews Catholic Church
Address W3081, County Rd Y Date Received 10/4/2016

Lomira, W1 53048 Date Analyzed 10/8/2016
Sample Date _10/4/2016 IBy: Jerry Hinke  [EPA Method- 600/R-93/116 Visual Estm
Project Name  Building Project Demo Submitte_d By JH _
Address W3081 County Rd Y Lomira, Wi Coilected By ~JH - All-2578
Client ID Description Appearance Non-Asbestos Asbestas
Lab ID Location Material Type % Fibrous % Non-Fibrous
39 flue packing grey ' 100% None Detected
201612673 homogenous

boiler room _ _ o
40 pipe insulation white 5% cellulose 30% 65% Chrysotile
201612674 homogenous

crawi space
41 tar paper black 75% cellulose 25% None Detected
201612675 homogenous ‘ :

crawl space on foundation tunnel _
42 door insulation white 10% cellulose 35% 55% Chrysotile
201612676 homogenous

boiler room door
43 chalk bpard ‘grey/clear 100% None Detected
20162677 homogenous

classroom #4
44 chalk board green/brown 25% cellulose 75% None Detected
201612678 fayer1

classroom #4
443 glue brown 100% None Detected
201.6)2679 layer 2

same as above ‘
a5 chalk board W/ Black/brown T00% None Detected
2016J2680 glue homogenous

classroom #4
46 chalk board tan/white 100% None Detected
2016J2681 adhesive homogenous

claséroom #4

v N\/g

Anafyst -Jerome T(j-linke
Ei aintalns Hability limtlted tykha cost af analysis, Ths report rep Tts only the les reparted and darlved as recolved and tested whiel is only for

are reported as o single sampl

sample as received, colfettion

e, The lah

t of ing

tory mea:

or

y standards practiced by foresaid methods,

clusive use of the above cllent and may not be repraduced witheat wiitten approval by EMTS. Accreditation of reports gantrated niay not be vsed for

uck certification,approval,or endorsement. Wnloss rmauasted by cilent , bullding matedals marufacturad as a whole product but may have multiple fayess
inty is approximately +/~1% by area percent, EMTS bears no respopstbllity for

Page7of 7




Environmental Maragément & Testing Services

2T

Lab Batch NO.

Environmental Management and Testing Services (EMTS)

SAMPLE SUBMISSION / CHAIN OF CUSTODY FORM

Client Zm:‘_m_m,‘|

Jﬁwﬁ/&& S @?q%j

Phone G20 G¥¥ —~S/2 <

Fax

P.0O. Box 3861, Oshkosh Wi 54903 Address Email

Phone (920) 376-1372 W30 m\~ £, mb Y

Email jerry@emts-wi.com City, State, Zip . 1 Date of.Sargple

Website www.emts-wi.com ong. . f A e 3 .wOrm% /8/v /L b Page ~ of ..w
O Representative Name Turnaround  Priority - 3br

Project Descri

ption / Location

\. %\u%r‘vrtmﬁ.hs\r&\snfla rN Schao (-Vem
Y leloq T SYoq¥

-~

\ o(_ », Gﬁ\ﬂrbﬂ\h .

6
N
gormal 24hr_48hr 72hr a )

Homo Code

Analysis Requested / Comments

)

/

\.h\

Sample # Material Descripfion/Color i Room/Location ,
.\ 12 CilnsFle AT n  [olhogin / padl v bod
3 ,mwfv n..T.\J\ el ; .,.\frﬂll Clacsrpon 4 2
Y 1 i€ e zorbed ety ta i b llioeny
ES N\N\R ‘e ! | te ot fo e !
Q. HN..R \“\Qb Pk’\/.ﬂ.&?%:ﬁpp 4\“-3.'\ smh.hﬁ\ \\Pellh\ﬂ\ﬁfs.\l\nr
1\\ ¢ e o ana..s._. wllit of S oN\Q..N.ﬂ e tehan  Cor P
N - i - te ol b Ausrse ‘e T
4 \M n\.\o or qmup N\\X‘«fmﬁ...h \m..btv.\aé& Nawifw Gnu.r\.ml
{0 Le ..&\\MS\»W\“P. “\.h.nh.\ma} ﬂm*\
/7 3 "t 2 c« # L
/2 et K 4
NN NA L Ee @&W
\J\ N “ o u\\& o (L QA“Rp /[ all m.%._ L w V
(s A oluqllee 0K medPe Lo | peikebon _ \
Relinquish By . 7 Date Inspector # |Receiv _ _ Date/ Tinfe |
A,H[./ lo] ¢ _\ [6  [40957% »m N L/f aﬂ\lm\\h

[



Enviropmendiz,

P.O. Box 3861, Oshkosh W] 54903
Phone (920) 376-1372

Email jerry@emts-wi.com
Website www.emts-wi.com

Lab Batch No.__ 2014 3 1 b9

Environmental Management and Testing Services (EMTS)

SAMPLE SUBMISSION / CHAIN OF CUSTODY FORM

Testing Services

Client Name < ‘T m% %76 JS ¢ vc\rﬂm\_.\/

Phone 920 24y ~ 5725

Fax

Address

: Emall
City, Stat H\r\bgwﬂ NI& mb b\ .D“..m_ 1,5 |
iy, State, 2 e of/Sarpple’
' WEMH\% Tuw.hm Wr.wOrm% 8/q \nﬂu _ummmm of 3

Project Description / Location fof vt &

W308T ¢l Tradi v Ledto

ﬁlﬂf»\r‘n.ennrlhz_. rN Schos ﬁt@ﬁ%&.
F, T Sloqy

resertative Naime

Re Priority- Zhr m.l/
\Mw n Decla LQR._‘N.%“ 24hr 4ghr 72hr (Sday J

Turnaround

e

\c//

\Q\(

Sample # Material Descripfion/Color Room/Location Homo Code |Analysis Requested / Comments
1z G pin]| ase gfle weasfc &red Clagsrpm = 2
(7 “ | | wurse c7foca
e et . ‘e phala \..ﬁ\c\\?bg
\D‘q \\;n)bﬂhf?f\ ) m‘\o.\.\p\h\? ﬁm&mv\uo} £ 3 (
3o £ A te ptain  (fa Cf
2 |« N ferel e _
P  Tow el | FFE o cabN AT
PR &?\FE GClade Glev 2L .MW@\:\\P\PR\
2 .A ¢y *. Wi \A\.Nﬁ\«\n.m\ﬁa
%W. ‘L “Z nv\hr §3705an F o
26 |whhwgln , Greg Erled ot Siha
27 @ , @ Froat Etry
9 & K A SN S N
M:m bb.u\.&. g 278 ¢ wwT Voot § e n..\\lvlr:«\f”,o.... r
LLIN PO RN t Sewt gihg & N .
Relinquish B _ Date _ inspector # \ Date / Tinge
— o \Jﬁ/ 7 _o‘?_\\m &muﬂ% @ﬁﬂ/&/! e w\&

[




Environmental

P.0. Box 3861, Oshkosh Wi 54803
Phone (920) 376-1372

Email jerry@emts-wi.com
Website www.emts-wi.com

0167 &5

lab Batch NO.

Environmental ?\_.m:mm.ma_mﬂ and Testing Services (EMTS)

SAMPLE SUBMISSION / CHAIN OF CUSTODY FORM

; Testing Services

Client Name < %. \w %?\_ DS Llhuceen

Phone 920 Gy¥ ~ S5

Fax

Address Y.\ w0W~ Nm mh s\

Email

City, State, Zip
o4

rA Ewm 5304

.om,mm of,Sarpple

oJi /05 v} of 3

Project Description / Location Fg/ vtfae .n.h\...n\e,h_ﬂ& Schos ﬁ..Omio Representative Name Turnaround  Priority- 3hr &
W 308l ?mf m.?»?.@ ,\\%M LTS3 w& ¥ . o O Sve @ |forngd 2400 &azﬁz mw@
Sample # Material Descripfion/Colar Room/Location Homo Code |Analysis Requestad / Comments
3¢ Blle o (lC Grosy Sot oA
30 | Doet et i, fdecrsg Aoden o | Do
32 Ll re n.hf\m._\m Y T etz rog e
29 Yok Cue [z , (A AExdeo f lasSToents e
W“ [y F&rbﬁxﬁﬁes\.m._xvfﬁ W\UM\OFQ}.’
2c Cenawns e twatl .ﬂna?ﬁ E\Lﬂ.ﬁ Erds M e }NA\ (¢ s a
1) |lmeAbloc weortr bre | o A ey
3y | BrichwaMdl, Groy .| Exctma o ety x\m\«\@ .
.,WJ W\R\& .het\mn\hh P\X @\ﬁ&}n{g o s (et \“\.\J
Yo | fve sk A ClacN gPace .
A |Gek efer . A (L +¢ Y o] Fov JALS A T B e X
U2 | Doeg Sagh |, whac Veorleq o  Dovrt
Y2 | Chavlle byep iy Breent Loss Foem 2 <y
YA | Llide (U fosH_Bla £e < ] ,
I s 1 \ “ blee ‘e Zs ) \ N
Wm::nc_ms By %ﬂﬂ(ﬂﬂ 7 umﬁmmo _\ﬁw _\ N mu _Mwﬂmﬂm%%mw\ wmnm:“? /.\/fr Date \M Mﬂ M. m \m \ﬁ
N\V \Qoﬁas\%‘ mﬁe% X?%r\\m,cba W & ‘e /




Company Certificate

This cert

ENVIRONMENTAL MANAG _KWZ@J AND TESTING SERVICES

W_M
i

thes that

W
_
[
I
!

932 N SAWYER ST
OSHKOSH W1 54902-3376
J i

is certiied under ch. DHS 159 Wis Adm.Code as a v

sbestos Company - Primary

Certificate Issuce Date: L1/20/2014
Wx.v.:w:o: Date: [102/2016, 12:01 am.
Certifteation #: CAP-2 E@mmo

Wisconsin Department of Health Services
Division of Public foa ::
Burcau of Envirommental and Gecopatonal Health

Ashesios & Lead Section
'O Box 2059
Wl f;ﬂ: Ha¢

H1-0876

Shel 5@ Ry wvw:ﬁﬂ-

it Supeevigor

aﬁt A ...:. h.,tﬁ«l.h_\ { & w wahsz‘)\ﬂ.zt...!y

..J

Phonge: {60}

ST TR T, W NI i




Milwaukee hmn&\k @m@m& ?\3&&55 Center

M3 \»bt:..uni AXT-08TH

3493 Norify (24 !.2 of. 3,:5_ fI _3. :m 3.

Jerome Thomuas Hinke

[as suecessfully EE:E?Z (1 conrse and passed the examing
TO perceni. that meets all o &.. ric for the Sto

witl ¢ niininnnn score of
mﬁ.mﬁ ification as an

shestos Inspector Refresher Course

""4.\
.......,
"-.
e
[
~
i
e
ot
wy
ey
‘~—<

Daie of Contrse:

Flgre Bvied

Dure of Expiragon: 0700
Certification Ngiiher: HRIpian o -
Fovatiosn: ¢ @7 N A3 25 Wt Cofloge Hiadvid

R N DR TR L LT ;

PO0 Coarse TD £ 9006




McCRONE RESEARCH INSTITUTE

certifies that

 Jerome T. Hinke

has successfully completed an intensive course of instruction in

Microscopical Identification of Asbestos

given by the McCrone Research Institute

Presented this _ 18th day of M«ﬁ&ﬁmwn 1998

Course Date: September 14-18, 1998 . Eﬁ



